
SUNSCREEN STICK



Raw Material Composition % w/w Supplier   

PHASE 1
Versastique ML 40T  61.800 Penreco

PHASE 2
Avobenzone Butyl Methoxydibenzoylmethane 3.000 Dastech
Octocrylene Octocrylene 10.000 Dastech
Octisalate Octisalate 5.000 Dastech
Homosalate Homosalate 15.000 Dastech
Elevance Smooth CS-110 Hydrogenated Soy Polyglycerides (and) C15-23 Alkane 5.000 Elevance

PHASE 3
Orchidia Tropical Island Fragrance 0.200 Orchidia

PRODUCTS
Sunscreen Stick

MAKING PROCEDURE:
Heat Phase 1 to 120º C.
Heat Phase 2 to 80 then add to Phase 1, remove from heat. 
Add Phase 3 after Phase 1 and 2 has mixed together but to where it can still be poured.
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